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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 9894404

Lab Report

BROHK MINING CORF.
MR, JIM BARRON
F.0, BOX 485
DEADROCD, SD
57732
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Bondar-Clegg, Inc. Geochemical
12080 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
o BONDAR-CLEGG
REPORT: 098-1437 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBMITTED BY: J. BARRON
FROJECTS NONE LISTED DATE PRINTED: 23-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
{ Au Gold 36 0.002 OPT Fire Assay
SAMPLE TYPES SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 2 -150 3 Assay Prep %
Saarle Pickup 1

REMARKS: SAMPLES 5-10 THROUGH 25-30 WERE NOT RECEIVED

WITH THE SAMPLE SHIPMENT.

FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON
NR. JIM BARRON

INVOICE TO: MR. JIN BARRON
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report
(i BONDAR-CLEGG
REPORT: 098-1437 FROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT Au
| NUMBER UNITS OPT
| D2 RB8B8-524-0-5 0,043
D2 RB88-524-30-35 0,012
D2 R88-524-35-40 0,033
D2 RB88-524-40-45 0.038
D2 R88-524-45-50 0.017
12 R88-524-50-55 0,015
D2 RB88-524-55-60 0,013
D2 RB8-524-460-45 0,016
N2 RB88-524-65-70 0,029
02 R88-524-70-7% 0,027
D2 R88-524-75-80 0.018
D2 RB8-524-80-85 0,014
D2 R88-524-85-90 0,031
2 RB88-524-90-95 0,033
N2 R88-524-95-100 0,033
| 12 R88-524-100-105 0,032
| D2 RB88-524-105-110 0,073
12 R88-524-110-115 0,030
D2 RB88-524-115-120 0,026
D2 RB88-524-120-125 0,030
D2 R88-524-125-130 0.017
D2 RB8-524-130-135 0,058
D2 R88-524-135-140 0,031
D2 R88-524-140-145 0,054
D2 R88-524-145-150 0,051
D2 RBB-524-150-155 0,198
D2 RB8-524-155-140 0.011
D2 RBB-524-140-145 0,040
D2 RB8B8-524-165-170 0,083
D2 R88-524-170-175 0,032 .
D2 R88-524-175-180 0,257
D2 RB88-524-180-185 0,150
2 RBB-524-185-190 0,017
D2 RB8-524-190-195 0,073
D2 RBB8-524-195-200 0,056
12 R88-524-200-205 0,037 .




Bondar-Clegg, Inc.
12880 West Cedar Dr.
, Colorado 80228
(303) 9891404
.\
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BROHM MINING CORP,

MR. JIM BARRON
P.0. BOX 485
DEADROOD, S
57732




Bondar-Clegg. Inc.

. 12980 West Cedar Dr.

Lakewood, Colorado 80228
(3013) 989-1404

REPORT: 098-1638 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SURMITTED BY: J. BARRON
PROJECT: NONE LISTER DATE PRINTED: 23-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 24 0,002 OPY Fire Assay
SANPLE TYPES SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 2 ~150 24 Assay Prep 24
Szarle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM RARRON
MR, JIN BARRON

INVOICE TO: MR. JIM RARRON




Bondar-Clegg, Inc. (Geochemical
£29%) West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404

BONDAR-CLEGG

REPORT: 0981638 PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT  Au
NUNEER UNITS  OPT
D2 R8S-524-205-210 0,049
D2 R8B-524-210-215 0,022
02 R88-524-215-220 0,031
D2 R8B-524-220-225 0,041
D2 R88-524-225-230 0,059
12 RE8-524-230-235 0,030
| D2 R88-524-235-240 0,041
D2 R88-524-240-245 0,034
D2 RE8-524-245-250 0,037
D2 R8B-524-250-255 0,045
D2 RE8-524-255-240 0,054
D2 RE8-524-240-265 0,051
D2 RES-524-265-270 0,040
D2 R88-524-270-275 0,046
D2 R8S-524-275-280 0,065
D2 R8S-524-280-285 0,029
D2 R8S-524-285-290 0,033
02 RES-524-290-295 0,051
D2 R88-524-295-300 0,045
12 R88-524-300-305 0,031
D2 R88-524-305-310 0,020
D2 R88-524-310-315 0,042
D2 R88-524-315-320 0,028

12 R88-524-320-325 0.072 .~




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

Lab Report

BROHM MINING CORP,
MR, JIM BARRON
P.0. BOX 485
DEADNOODs SD
7732




T Geochemical
12980 West Cedar Dr.
2 B LabReport
(303) 9894404 ‘
. SONDAR-CLEGE |
REPORT: 0981639 ( COMPLETE ) REFERENCE INFO: NONE LISTED |
CLIENT: BROMM MINING CORF, SUBMITTED BY! J. BARRON ,
PROJECT: NONE LISTED - DATE PRINTED: S-JAN-89 ‘
NUMBER OF LOVER |
ORDER  ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD |
i M Gold 80 0,002 0PT Fire Aeso |
SANPLE TYPES NUNBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE ) 2 -150 60 Assay Pres 80
Excessive Wetness 1126
Saarle Pickur o 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, JIM BARRON INVOICE TO: MR. JIM BARRON

MR, JTK BARRON






